Silibeads® o 4l

. better grinding

Fields of application

« for energy-efficient grinding

« for products where standard grinding
media are at their limits

« for the preparation of electrical products

beads made of Tungsten Carbide and
Zirconium Oxide

@0.2-0.3mm

Fields of application

« for wet milling of paint, coatings and dyes
» for organic and inorganic pigments

« for grinding of agro chemicals

sintered Zirconia Beads, Cerium stabilized

@1.0-1.2mm

Fields of application

« for wet milling of paint, coatings and dyes

« for grinding of minerals, such as titanium dioxide,
calcium carbonate

» for high quality ceramic products,

« for battery materials

sintered Zirconia Beads, Yttrium stabilized § £

©20.2-0.3mm

. ® Fields of application
- ‘ o ™~ 4 « for wet milling of paint, coatings and dyes
L ] v * for organic and inorganic pigments

» for grinding of minerals

sintered Zirconia-Alumina Beads,
Cerium stabilized

0.4 -0.6mm

Fields of application

« for wet milling of paint, coatings
and dyes

» for organic and inorganic pigments
« for grinding of agro chemicals

sintered Zirconium
Silicate Beads

21.8-2.0mm
N
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0 rties Available Standard Sizes

G’. Specific weight >9.2kg/ | Art. No Size Range (mm) | Bulk Density (kg /) Art. No Size Range (mm) | Bulk Density (kg /)
o Young ‘s modulus 190 GPa 9501-WC-ZY | 0.08 - 0.13 5.7 9508-WC-ZY | 0.70 - 0.90 5.7

= Microhardness S 1600 95015-WC-2Y | 0.10 - 0.20 5.7 9510-WC-2Y | 0.90 - 110 5.7

Q HV 05 95025-WC-Z2Y| 0.20 - 0.30 5.7 9511-WC-ZY | 1.00 - 1.20 5.7

o 95035-WC-2Y| 0.30 - 0.40 5.7 9513-WC-2Y | 1.20 - 1.40 5.7

Iz‘ m 9505-WC-ZY | 0.40 - 0.60 5.7 9515-WC-2Y | 1.40 - 1.60 5.7

Tungsten Carbide with Zirconium
Oxide / Yttrium stabilized

@0.2-0.3mm

Mechanical Properties A able Standard

E Specific weight 618 kg /| Art. No Size Range (mm) | Bulk Density (kg / ) Art. No Size Range (mm) | Bulk Density (kg / 1)
[$) Young “s modulus 205 GPa 98035 0.30 - 0.40 3.66 9812 110 - 1.30 3.79
N Microhardness 100 98045 0.40 - 0.50 3.67 9813 1.20 - 1.40 3.82
) HV 10 9805 0.40 - 0.60 3.68 98156 1.40 - 1.60 3.84
o 9807 0.60 - 0.80 3.69 9817 1.60 - 1.80 3.80
|2' 9809 0.80 - 1.00 3.71 9819 1.80 - 2.00 3.80
Cerium stabilized Zirconium Oxide 9810 0.90 - 1.10 3.75 9821 200-220 3.81
9811 1.00 - 1.20 3.75 98235 2.20 - 2.50 3.83

Mechanical Properties A able Standard

g Specific weight 6.05kg /| Art. No Size Range (mm) | Bulk Density (kg / 1) Art. No Size Range (mm) | Bulk Density (kg /1)

> Young s modulus 515 GPa 960095 | 0.08 - 013 3.62 9609 0.80 - 1.00 3.66
N Microhardness 96015 0.10 - 0.20 3.62 9611 1.00 - 1.20 3.67
o V10 1400 96025 0.20 - 0.30 362 0613 1.20 - 1.40 3.68
o 9603 0.20 - 0.40 3.63 9615 140 - 1.60 3.69
lz. 96035 0.30 - 0.40 3.63 9617 1.60 - 1.80 3.71
VYitrium stabilized Zirconium Oxide 96045 040 -050 3.64 9619 1.80 - 2.00 3.78

30.2 - 0.3 mm 9605 0.40 - 0.60 3.64 >2.00 - 7.50 in special

9607 0.60 - 0.80 3.66 >10.00 - 25.0 fractions

Mechanical Properties Available Standard

:;' Specific weight 530kg/ | Art. No Size Range (mm) | Bulk Density (kg / 1) Art. No Size Range (mm) | Bulk Density (kg / )

< Young s modulus 175 CPa 9106 -70 | 0.40-0.60 3.07 9117 -70 | 160-180 3.30

N Miorohardress roso| |27 =70 | 060-080 3.8 9119 -70 | 180 -2.00 331

) HV 10 9109 - 70 0.80 - 1.00 3.28 9121 - 70 2.00-220 3.31

o 9111 - 70 1.00 - 1.20 3.29 91235 - 70 220 - 250 3.33

|2‘ m 9118 -70 | 120-1.40 3.29 91265 - 70 | 2.50 - 2.80 3.34
Cerium stabilized Zirconium Oxide 9115 - 70 1.40 - 1.60 3.30 9130 - 70 2.80 - 3.20 3.35

Aluminum Oxide

@0.4-0.6 mm

Mechanical Properties Available Standard Sizes

-
Q: Specific weight 410kg/ | Art. No Size Range (mm) | Bulk Density (kg /) Art. No Size Range (mm) | Bulk Density (kg / )
7)) Young s modulus 100 GPa 9305 0.40 - 0.60 2.39 9319 1.80 - 2.00 2.45
N Microhardness 1000 9307 0.60 - 0.80 2.40 9321 2.00 - 2.20 2.46
() HV 10 9309 0.80 - 1.00 2.41 9323 2.20 - 2.50 2.46
& 9311 1.00 -1.20 2.42 9327 2.50 - 2.80 2.48
= 9313 1.20 - 1.40 243 9330 2.80 - 3.20 2.48
Zirconium Silicate 9315 1.40 - 1.60 243 9335 3.00 - 4.00 2.49
9317 1.60 - 1.80 2.44
-

9029-2-F Edition 3.0/February 2023 Supersedes previous editions. Special sizes are available upon request. All figures are reference values.
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